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ISPITIVANJE MOGUCNOSTI DOBIJANJA KOMPOZITNOG PROIZVODA

OPALSKE BRECE LOKALITETA OPALIT-CEZINOVO-R. MAKEDONIJA

INVESTIGATIONS OF POSSIBILITY FOR PRODUCING THE COMPOSITE PRODUCT
FROM OPAL BRECA OF OPALIT-CESINOVO 'LOCALITY
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U ovom radu ce biti prikazana moguénost .dobijanja kon'npautnng proizvoda opal-
ske brede rudnika Opalit-Ce3inovo,Makedonija za potrebe cementske industrije.

Jednostavnom primenom kompjuterskog programa RECVAR za. dvo-proiz vodnu formulu -

bilans meierijala,dat je prikaz moguinosti dobijanja- kompczita—homugenizlra -
nog pmiz voda sa Zeljenim sadrzajem korisne komponenta 3102 vl
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In this paper will be ahmm the posalbility of pmduct;un aﬁ the 'composite
product, from opal breca from Opalit-mine, tedinovo Hakedonija«hlains the sim-
Tle computer programme RECVAR for two-product formula ‘ia glven ‘possibility
of‘ obtaining for compoaite—hcmgeneous pmduct with the des{;l,rabl'e contents |
of usefull component, of 5102. { . - P
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Na osnovi izvrdenin geolaskih istrazivanja konstatovano je dalloféalit,et Opa-
1it-Cedinovo iz grad jeno vulkanakim tvorevinama i produktima ﬁostvulkanske a-
ktivrnostl Kratovsko- letovskog vulkanizma.Najveéi deo lokaliteta.je lzgradje-
no aod opalske brece,dok severni delovi sadrie vulkanske tufove {1 tufne brece
a mall deo lokaliteta,juini deo,je pokriven dcll-.wi_lalnim naslagama.U samom
lokalitelu izdvajaju se btwvorevine andezita,dacita,andezitskih i dacitskih an-
glomerata koji se tretiraju kao jalovina i opalska b:'eé.a,vulkanski fbuf 1 tuf-
na breca kojl éine korisnu mineralny sirovinu.U odnosu kvaliteta i hemiskih
karakteriasbika glavna komponenba Je .‘SJ.C-'I_ ko ja varira od 60 - BS%,3topotpuno

Papi fava v dove aa petmong o fnduaberl 3 comenta koo dodabak klinkeru.
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HEMISKI SASTAV HIDROTERMALNIH PROMENA ISPITIVANIH RUDA RUDNIKA
OPALIT-CESINOVO-R,MAKEDONIJA

Tabelarni prikaz hemiskog sastava ispitivanih rudnih proba-buSotina rudnika
Opalit-Cedinovo dat je na aledeéo) tabeli.

Tabela 1. Hemiskl asastav rudnih proba-buSotina
Jedinjenje 0-1 0-2 0-3 0-4 0-6
s10, 61,80 58,08 59,43 83,60 £3,89
T10, 0,68 0,76 1,12 0,89 0,93
A1203 15,86 25,03 11,92 5,66 1,23
Feao3 3,61 1,71 2,06 0,65 6,00
FeD 0,08 0,07 0,09 0,08 0,12
MnO 0,0l b.d. b.d. b.d. b.d.
Mg0 2,38 0,43 0,03 0,20 0,20
ca0 2,51 0,24 1,72 0,26 0,lo
NaEO 1,84 0,06 0,06 0,06 0,06
K,0 4,84 0,15 2,14 0,19 0,08
P205 0,05 0,07 2,60 0,12 0,21
Hao' 1,18 3,36 2,93 u,62 4,31
Hy0" b.d. b.d. 7,50 b.d. b.d.
303 0,20 0,03 B,16 0,23 0,14
i LOI y,22 9,90 b.d. 3,14 N, 31
4 kupno: 100,19 99,89 99,76 99,73 99,72

NAPOMENA: LOI ukljuduje H20+ 1 €O, (keji nije odredjen)

N D=1 —........ asveZi latiti;

NO=2 —..ouvvsn opal-kaolinit (opalov argilizit);
NO=3 micuas «+»+ alunitov opalit;

NO-4 —ouiiane « kaolinitov opalit;

NO-6 -........ opallt;

Na sve rudne probe je izvriena rentgenografska ispitivanja i diferencialno -
termiéka analiza.
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KOMPJUTERSKI PROGRAM 74 DVO-~PROIZVODNO IZVLACENJE R E CVAR i Cevdle

Za interpretaciju dobijenih kompez 1 tnih Proizvoda koristi se uprodéeni kom- i
pluterakq program RECVAR -Basie komp juteraki program: L

REM CALCULATION OF VARIANCE IN TWo PRODUCT RECOVERY
REM ESTIMATION OF ERRORS IN RECOVERY CALCULATIONS

30 INPUT YFEED COMPONENT VALUE 27¢

40 INPUT "CONCENTRATE COMPONENT VALUE 7v ¢

50 INPUT “TAILING COMPONENT VALUE v ¢

60 INPUT “FEED COMFONENT STANDARD DEVIATION ?v SF

TO INPUT “CONCENTRATE COMPONENT STANDARD DEVIATION ?v S¢
80 INPUT "TAILING COMPONENT STANDARD DEVIATION 7 ST

90 R=100%(f-t)xc/(rx(c-t))

100 A:iOOGUf(f!fx(c—t)i(c—t)

110 Ezcucutst/(rar)

120 c:(r-tJu(r-t)xuu({c-t)n(c-t)J

130 D:c;cn{c-f}:(c~r)!((C-t)I(c-t))

140 52:(AIBISFRSF)+(A;ClSCISC)+(A:DlSTiST]

150 S=5QR (32)

160 FRINT:PRINT:FRINT:PRINT "RECOVERY =n; R; %
170 PRINT "VARIANCE" 152

PRINT "STANDARD DEVIATION (R)=" i 5

PRIKAZ DOBIJENIH REZULTATA KOMPOZITNIH PROIZVOCA

Na osnovu hemiskin Sastava rudnih proba-budotina opalske breée rudnika Opa-
lit-ﬁeiinovo 1 primenom jednoatavnog kompjuterakog Programa-Basic programa

RECVAR moguée Je dati tabelapni prikaz kombinovanih 1 homogeniziranih rud-

nih proba raz1iditip buiotina,sledede tabele 2 1 3,
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Tabela 2

"3 '-.'mij ;;.J L R
IR O B e : oER (
+ KOMPOZIT T 100,00 70,0 Ky :
L R 75,0
Wi ‘l\-'-'tu,ss:" , A 4
e N u-u*’ .~ Ar,60 . 83,6 - 4 . .
bog : v II_\._,\,‘{_..SS;IO L o : |
3|, 36 Tsyae ' |
SN Oy e L 62,00 61,8
L e e ‘34, 90 ' .
Uk u poniol IDano |
':, - ".1I’: ) I
_Tabela:3.: - ¥
TR e S S10,% .
Jee '.I"n'k st i 3 65 o
j KOMPOZIT II° 100,00, = 70,0 i
7 . / T {_:. :.‘. 4 75,0 +
o s S L Ao Ee e D = e I
724,65 - |
gt N 06"« - 43,20 83,9 |
L E e R g e e R
) ‘Ir .‘I l'.-?s'as y i
g 2 R N l0est St U BR oA e mns Y 90y N
G AR - |
: fli Xl '.
U k qu n o :'100,00 |
; 7 |
i
_z_AKL}Ju_'CA'K'- : : _ |
F, : |
! ]
II : chnndl’.avﬂom pr,!.munam kammulcrnkog programa RECVAR mogi'ne Je dbbit) hilo ko= bt
{1 JL zeljani gaatav homogeniz iranog-kompoz Lknog proizvoda opalaske brefe polreb-
nog za cemenpnuxlqdua riju:l zavianosti od Zeljenog sastava S5i0, maseni udell
‘raznih materijala od razlicitih busotina se drobe homogeniz:raju i time dobi-
jamo zzel_]erll. pastav opalske brece.
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